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Edinburgh Road
Springhill
Shotts
ML7 5DT

Tel: 01501 822 244
Fax 01501 825 044

email: info@mattest.org
Website: www.mattest.org

LABORATORY TEST CERTIFICATE
MATERIALS LABORATORY

Certificate No 13/075 - 01

To : Mr Andrew Biggerstaff

Client : ERS Land Regeneration
Westerhill Road
Bishopbriggs
Glasgow

Dear Sirs,

Introduction

Material & Source

Sampling :

Sample Reference :

Description :

Date Sampled :

Date Tested :

Source :

Test Results;

As Detailed On Page 2 to Page 162 Inclusive
 

Comments;  

Opinions and interpretations expressed herein are outside the scope of UKAS accreditation
This report should not be reproduced except in full without the written approval of the laboratory
All remaining samples for this project will be disposed of 28 days after issue of this test certificate

Remarks;

Approved for Issue

Date
C Ferrie
Laboratory Manager

04/03/2013

LABORATORY TESTING OF SOIL

We refer to samples taken from Chapeltown and delivered to our laboratory on 15th February 2013.

Sampled by Client

Chapeltown

See Report Plates

See Page 2 to Page 12 Inclusive

Not Supplied

15th February 2013 Onwards
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TRIALPIT SAMPLE DEPTH 
(m)

TP01 T 0.50 Brown very gravelly very sandy CLAY. Gravel is fine to coarse.

TP01 B 1.50 Brown very gravelly very sandy CLAY. Gravel is fine to coarse.

TP01 T 1.50 Brown very gravelly very sandy CLAY. Gravel is fine to coarse.

TP02 T 0.50 Mottled brown very gravelly very sandy CLAY. Gravel is fine to coarse.

TP02 T 1.50 Mottled brown very gravelly very sandy CLAY. Gravel is fine to coarse.

TP02 B 2.00 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP02 T 2.50 Mottled brown very sandy CLAY.

TP03 B 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP03 T 1.00 Brown sandy gravelly CLAY. Gravel is fine to medium.

TP03 B 2.00 Brown silty very gravelly very sandy CLAY. Gravel is fine to coarse.

TP03 T 2.00 Brown very clayey fine to coarse SAND and GRAVEL with many pockets of
sandy clay.

TP04 B 1.00 Brown sandy gravelly CLAY. Gravel is fine to coarse.

TP04 T 1.00 Mottled brown slightly gravelly sandy CLAY. Gravel is fine to medium.

TP04 B 2.00 Mottled brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP04 T 2.00 Mottled brown very clayey fine to coarse SAND and GRAVEL.

TP05 B 1.00 Brown gravelly sandy CLAY. Gravel is fine to coarse

TP05 T 1.00 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP05 B 2.00 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP05 T 2.00 Brown sandy CLAY.

TP06 T 0.50 Mottled brown / grey sandy very gravelly CLAY. Gravel is fine to coarse.

TP06 B 0.50 Grey gravelly sandy CLAY with occasional root fibres. Gravel is fine to coarse.

TP06 T 1.00 Mottled brown / grey gravelly sandy CLAY. Gravel is fine to coarse.

TP06 T 2.00 Mottled grey / brown slightly gravelly sandy CLAY. Gravel is fine to coarse.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

TP06 B 3.00 Grey / brown sandy gravelly CLAY. Gravel is fine to coarse.

TP06 T 3.00 Greyish brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP07 B 1.00 Mottled brown silty clayey gravelly fine to coarse SAND. Gravel is fine to coarse.

TP07 T 1.00 Grey / brown very clayey very gravelly fine to coarse SAND. Gravel is fine to 
medium.

TP07 B 2.00 Grey / brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP07 T 2.00 Grey / brown gravelly very sandy CLAY. Gravel is fine to medium.

TP08 T 0.50 Mottled brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP08 T 1.00 Mottled brown very sandy very gravelly CLAY. Gravel is fine to medium.

TP08 B 2.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP08 T 2.00 Brown slightly gravelly sandy CLAY. Gravel is fine to medium.

TP09 B 1.00 Greyish brown clayey silty fine to coarse SAND and GRAVEL.

TP09 T 1.00 Greyish brown clayey fine to coarse SAND and GRAVEL.

TP09 B 2.00 Greyish brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP09 T 2.00 Greyish brown sandy gravelly CLAY. Gravel is fine to coarse.

TP10 B 1.00 Greyish brown very sandy gravelly CLAY. Gravel is fine to coarse.

TP10 B 2.00 Greyish brown very sandy gravelly CLAY. Gravel is fine to coarse.

TP10 T 2.00 Grey / brown slightly gravelly very sandy CLAY. Gravel is fine to medium.

TP11 B 1.00 Mottled brown very sandy very gravelly CLAY. Gravel is fine to coarse with
cobbles.

TP11 T 1.00 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP11 T 1.50 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP11 B 2.00 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP11 T 2.00 Greyish brown sandy gravelly CLAY. Gravel is fine to medium.

TP11 T 2.50 Brown gravelly very sandy CLAY. Gravel is fine to medium.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

TP12 T 0.50 Grey / brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine
to coarse.

TP12 T 1.00 Brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine to 
coarse.

TP12 B 2.00 Brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine to
coarse.

TP12 T 2.00 Grey / brown slightly gravelly very sandy CLAY with many pockets of sand.
Gravel is fine to medium.

TP13 T 0.50 Brown slightly clayey silty fine to coarse SAND and GRAVEL.

TP13 B 0.50 Grey / brown clayey gravelly fine to coarse SAND with pockets of sandy clay.
Gravel is fine to coarse.

TP13 T 1.00 Mottled grey / brown gravelly very sandy CLAY with pockets of sand. Gravel is 
fine to medium.

TP13 B 2.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP13 T 2.00 Mottled brown sandy gravelly CLAY. Gravel is fine to medium.

TP14 B 1.00 Greyish brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP14 T 1.00 Brown sandy gravelly CLAY. Gravel is fine to medium.

TP14 B 2.00 Grey / brown sandy gravelly CLAY. Gravel is fine to medium.

TP14 T 2.00 Mottled brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to
coarse.

TP14 T 3.00 Brown gravelly very sandy CLAY with many pockets of sand. Gravel is fine to
coarse.

TP15 T 0.50 Mottled brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to
medium.

TP15 T 1.00 Mottled brown / greyish brown slightly gravelly silty sandy CLAY. Gravel is fine
to medium.

TP15 B 2.00 Mottled brown silty very gravelly very sandy CLAY. Gravel is fine to coarse.

TP15 T 2.00 Mottled brown gravelly very sandy CLAY. Gravel is fine to medium.

TP16 B 1.00 Mottled brown gravelly very sandy CLAY. Gravel is fine to medium.

TP16 T 1.00 Greyish brown silty gravelly very sandy CLAY with pockets of sand. Gravel is
fine to medium.

TP16 B 2.00 Greyish brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP16 T 2.00 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to medium.

TP16 T 3.00 Mottled brown gravelly very sandy CLAY. Gravel is fine to medium.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

TP17 T 0.50 Mottled brown silty gravelly very sandy CLAY with pockets of sand. Gravel is 
fine to coarse.

TP17 T 1.00 Mottled brown silty gravelly very sandy CLAY with pockets of sand. Gravel is
fine to coarse.

TP17 T 2.00 Greyish brown sandy gravelly CLAY. Gravel is fine to medium.

TP17 B 3.00 Mottled grey / brown gravelly very sandy. Gravel is fine to coarse.

TP17 T 3.00 Mottled brown silty sandy gravelly CLAY. Gravel is fine to medium.

TP18 B 0.50 Mottled brown / grey gravelly very sandy CLAY. Gravel is fine to coarse.

TP18 T 0.50 Mottled brown silty gravelly very sandy CLAY. Gravel is fine to medium.

TP18 T 1.00 Mottled grey / brown slightly gravelly sandy CLAY. Gravel is fine to medium.

TP18 B 2.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP18 T 2.00 Mottled brown slightly gravelly silty sandy CLAY. Gravel is fine to medium.

TP18 T 3.00 Mottled brown slightly gravelly silty sandy CLAY. Gravel is fine to medium.

TP19 B 0.50 Dark brown slightly clayey gravelly fine to coarse SAND with pockets of sandy
clay. Gravel is fine to coarse.

TP19 T 0.50 Mottled grey / brown slightly silty slightly gravelly very sandy CLAY. Gravel is
fine to medium.

TP19 B 1.00 Mottled brown very sandy very gravelly CLAY. Gravel is fine to coarse with 
cobbles.

TP19 T 1.00 Mottled brown slightly gravelly sandy CLAY. Gravel is fine to medium.

TP19 T 2.00 Greyish brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP19 T 3.00 Greyish brown gravelly very sandy CLAY. Gravel is fine to medium.

TP20 T 0.50 Mottled brown very sandy very gravelly CLAY. Gravel is fine to medium.

TP20 T 1.00 Mottled brown very sandy very gravelly CLAY with pockets of black staining.
Gravel is fine to medium.

TP20 B 2.00 Brown silty gravelly very sandy CLAY. Gravel is fine to coarse.

TP20 T 2.00 Mottled brown slightly gravelly silty very sandy CLAY. Gravel is fine to medium.

TP20 T 3.00 Brown slightly gravelly sandy CLAY. Gravel is fine to medium.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

TP22 B 1.00 Brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine to
coarse.

TP22 T 1.00 Brown slightly gravelly very sandy CLAY with many pockets of sand. Gravel is 
fine to medium.

TP22 B 2.00 Mottled brown gravelly very clayey fine to coarse SAND with many pockets of
sandy clay. Gravel is fine to medium.

TP22 T 2.00 Mottled brown gravelly very clayey fine to coarse SAND with many pockets of
sandy clay. Gravel is fine to medium.

TP23 B 1.00 Brown highly weathered MUDSTONE.

TP24 B 1.00 Reddish brown silty very gravelly very sandy CLAY. Gravel is fine to coarse.

TP25 B 1.00 Brown silty clayey fine to coarse SAND and GRAVEL.

TP26 B 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP27 B 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP28 B 1.00 Mottled brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to 
coarse.

TP29 T 1.00 Mottled brown slightly gravelly sandy CLAY. Gravel is fine to medium.

TP29 B 2.00 Mottled brown sandy very clayey fine to coarse GRAVEL with many pockets of 
very sandy clay.

TP29 T 2.00 Mottled brown clayey fine to coarse SAND and GRAVEL / WEATHERED ROCK.

TP30 B 1.00 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to coarse.

TP31 B 2.00 Mottled brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine
to coarse.

TP32 T 0.50 Dark brown clayey very sandy fine to coarse GRAVEL with pockets of very sandy 
clay.

TP32 B 1.00 Dark brown very sandy CLAY and fine to coarse GRAVEL / CRUSHED ROCK.

TP32 T 1.00 Dark brown very sandy CLAY and fine to coarse GRAVEL.

TP33 B 1.00 Brown sandy gravelly CLAY. Gravel is fine to coarse.

TP34 T 0.50 Brown very clayey very gravelly fine to very gravelly fine to coarse SAND. Gravel
is fine to medium.

TP34 B 0.80 Dark brown very sandy very gravelly CLAY with pockets of sandy clay. Gravel is
fine to medium.

TP37 B 0.80 Brown silty gravelly very sandy CLAY. Gravel is fine to coarse.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

TP38 T 0.50 Mottled brown slightly gravelly sandy CLAY. Gravel is fine to medium.

TP38 B 1.00 Brown silty very gravelly very sandy CLAY. Gravel is fine to coarse with cobbles.

TP38 T 1.50 Mottled brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP39 T 1.00 Reddish brown sandy gravelly CLAY. Gravel is fine to medium.

TP39 B 2.00 Reddish brown sandy gravelly CLAY. Gravel is fine to coarse.

TP39 T 2.00 Mottled brown / reddish brown slightly gravelly very sandy CLAY with pockets of
sand. Gravel is fine to medium.

TP40 T 0.50 Brown fine to coarse SAND and GRAVEL.

TP40 B 0.80 Dark brown very sandy very gravelly CLAYwith many pockets of sand and 
occasional root fibres. Gravel is fine to coarse.

TP41 B 2.00 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to coarse.

TP42 B 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP43 B 0.50 Brown gravelly very clayey fine to coarse SAND. Gravel is fine to coarse.

TP43 T 0.50 Greyish brown gravelly very sandy CLAY. Gravel is fine to medium.

TP43 T 1.00 Mottled brown slightly silty slightly gravelly sandy CLAY. Gravel is fine to medium.

TP43 B 2.00 Mottled brown silty gravelly very sandy CLAY. Gravel is fine to coarse.

TP43 T 2.00 Mottled brown sandy gravelly very silty CLAY. Gravel is fine to medium.

TP44 B 1.00 Mottled brown very silty very sandy very gravelly CLAY. Gravel is fine to coarse.

TP44 T 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP44 B 2.00 Brown gravelly very silty very sandy CLAY. Gravel is fine to coarse.

TP44 T 2.00 Mottled brown very sandy very gravelly CLAY. Gravel is fine to medium.

TP45 B 1.00 Reddish brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP45 T 1.00 Brown sandy gravelly CLAY. Gravel is fine to medium.

TP45 B 2.00 Brown sandy gravelly CLAY. Gravel is fine to coarse.

TP45 T 2.00 Dark brown sandy gravelly CLAY. Gravel is fine to coarse.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

TP46 B 1.00 Mottled brown / grey gravelly very sandy CLAY. Gravel is fine to coarse.

TP46 T 1.00 Grey / brown slightly gravelly sandy very silty CLAY. Gravel is fine to medium.

TP49 B 1.00 Mottled grown very sandy very gravelly CLAY with occasional root fibres. Gravel
is fine to coarse.

TP49 T 1.00 Mottled brown gravelly very sandy CLAY with occasional root fibres. Gravel is 
fine to coarse.

TP50 B 1.00 Greyish brown silty very sandy very gravelly CLAY with pockets of black staining.
Gravel is fine to coarse.

TP51 B 1.00 Brown silty very sandy very gravelly CLAY. Gravel is fine to coarse.

TP51 T 1.00 Brown very clayey very gravelly fine to coarse SAND with pockets of sandy clay.
Gravel is fine to medium.

TP52 B 1.00 Brown clayey silty fine to coarse SAND and GRAVEL with pockets of sandy clay.

TP53 B 2.00 Brown sandy silty very gravelly CLAY with pockets of sand. Gravel is fine to 
coarse with cobbles.

TP54 B 0.70 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to medium.

TP55 B 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse with cobbles.

TP55 T 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP55 T 2.00 Brown sandy gravelly CLAY. Gravel is fine to medium.

TP56 B 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP57 T 1.00 Mottled brown slightly gravelly sandy CLAY with black staining. Gravel is fine to
medium.

TP57 B 2.00 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP57 T 2.00 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

TP58 B 1.00 Brown silty gravelly very sandy CLAY. Gravel is fine to coarse.

TP58 T 1.00 Brown gravelly very sandy CLAY. Gravel is fine to medium.

TP58 T 2.00 Brown gravelly very sandy CLAY. Gravel is fine to medium.

TP59 T 1.00 Reddish brown gravelly very sandy CLAY. Gravel is fine to medium.

TP59 B 1.00 Reddish brown silty gravelly very sandy CLAY. Gravel is fine to coarse.

TP59 B 2.00 Reddish brown very sandy very gravelly CLAY with pockets of sand. Gravel is
fine to coarse.

TP59 T 2.00 Mottled brown / reddish brown clayey fine to coarse SAND and GRAVEL.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

TP60 B 1.00 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

TP61 B 0.50 Brown very sandy very gravelly CLAY with pockets of sand and occasional root 
fibres. Gravel is fine to coarse.

TP62 T 1.00 Brown gravelly very clayey fine to coarse SAND. Gravel is fine to medium.

TP62 B 2.00 Mottled brown very sandy very gravelly CLAY with root fibres and occasional
black staining. Gravel is fine to coarse.

TP62 T 2.00 Mottled brown very sandy very gravelly CLAY with root fibres and occasional
black staining. Gravel is fine to medium.

TP62 B 3.00 Brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine to
coarse.

TP63 B 1.00 Brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine to
coarse with cobbles.

TP63 T 1.00 Brown very sandy very gravelly CLAY with pockets of sand. Gravel is fine to
coarse.

TP63 T 2.00 Brown slightly clayey CRUSHED ROCK.

TP64 B 1.00 Brown slightly gravelly sandy CLAY. Gravel is fine to coarse.

TP64 T 1.00 Brown slightly gravelly very sandy CLAY with pockets of sand. Gravel is fine to
medium.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

SA01 B 1.10 Brown clayey silty fine to coarse SAND and GRAVEL / CRUSHED ROCK.

SA02 B 1.50 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

SA03 B 1.00 Brown / dark brown very sandy very gravelly CLAY with occasional root fibres and
occasional black staining. Gravel is fine to coarse.

SA04 B 1.50 Brown very sandy very gravelly CLAY. Gravel is fine to coarse with cobbles.

SA05 B 1.30 Brown silty very sandy very gravelly CLAY. Gravel is fine to coarse.

SA06 B 1.60 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

SA07 T 1.00 Dark brown slightly gravelly sandy CLAY with occasional pockets of black
staining. Gravel is fine to medium.

SA07 B 1.50 Mottled brown silty very sandy very gravelly CLAY. Gravel is fine to coarse.

SA08 T 1.00 Brown slightly gravelly very sandy CLAY with pockets of sand. Gravel is fine to
medium.

SA08 B 1.40 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

SA09 B 1.20 Dark brown very sandy very gravelly CLAY with occasional root fibres and black
staining. Gravel is fine to coarse.

SA10 B 1.00 Mottled brown very sandy very gravelly CLAY with occasional black staining. 
Gravel is fine to coarse.

SA11 B 1.20 Mottled brown very sandy very gravelly CLAY with occasional black staining. 
Gravel is fine to coarse.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

CBR01 B 0.30 Light brown gravelly silty very sandy CLAY. Gravel is fine to coarse.

CBR01 B 0.60 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

CBR03 B 0.30 Brown silty very sandy very gravelly CLAY with many pockets of sand. Gravel
is fine to coarse.

CBR03 B 0.60 Brown sandy gravelly CLAY. Gravel is fine to coarse.

CBR05 B 0.30 Mottled brown / dark brown gravelly very sandy CLAY with pockets of sand. 
Gravel is fine to coarse.

CBR05 B 0.60 Dark brown silty gravelly very sandy CLAY with occasional black staining.
Gravel is fine to coarse.

CBR07 B 0.30 Mottled brown sandy gravelly CLAY. Gravel is fine to coarse.

CBR07 B 0.60 Mottled brown very gravelly very sandy CLAY with pockets of sand. Gravel is fine
to coarse.

CBR09 B 0.30 Mottled brown silty gravelly very sandy CLAY. Gravel is fine to coarse.

CBR09 B 0.60 Mottled brown / grey slightly gravelly very sandy CLAY with occasional pockets
of sand. Gravel is fine to coarse.

CBR11 B 0.30 Mottled brown very gravelly very sandy CLAY. Gravel is fine to coarse.

CBR11 B 0.60 Mottled grey / brown silty gravelly very sandy CLAY with root fibres. Gravel is
fine to coarse.

CBR13 B 0.30 Mottled brown gravelly very sandy CLAY. Gravel is fine to coarse.

CBR13 B 0.60 Mottled brown very sandy very gravelly CLAY with pockets of black staining.
Gravel is fine to coarse.

CBR15 B 0.30 Mottled brown very sandy very gravelly CLAY with pockets of black staining and
occasional root fibres. Gravel is fine to coarse.

CBR15 B 0.50 Brown very sandy very gravelly CLAY. Gravel is fine to coarse.

CBR17 B 0.30 Dark brown silty sandy gravelly CLAY with occasional root fibres. Gravel is fine 
to coarse.

CBR17 B 0.60 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to coarse.

CBR19 B 0.30 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to coarse.

CBR19 B 0.60 Mottled brown / dark brown gravelly very sandy CLAY. Gravel is fine to coarse.

CBR21 B 0.30 Mottled brown / grey sandy gravelly very silty CLAY with pockets of sandy silt.
Gravel is fine to coarse.

CBR21 B 0.60 Mottled brown / grey sandy gravelly very silty CLAY with pockets of sandy silt.
Gravel is fine to coarse.

CBR23 B 0.30 Brown slightly silty gravelly very sandy CLAY. Gravel is fine to coarse.

CBR23 B 0.60 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to coarse.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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TRIALPIT SAMPLE DEPTH 
(m)

CBR25 B 0.30 Brown gravelly very sandy CLAY with pockets of sand. Gravel is fine to coarse.

CBR25 B 0.60 Brown gravelly very sandy CLAY. Gravel is fine to coarse.

CBR27 B 0.30 Brown silty gravelly very sandy CLAY with pockets of sandy silt. Gravel is fine
to coarse.

CBR27 B 0.60 Brown silty very clayey fine to coarse SAND and GRAVEL.

CBR29 B 0.30 Mottled brown very sandy very gravelly  CLAY with pockets of sand. Gravel is
fine to coarse.

CBR29 B 0.60 Mottled brown / dark brown gravely very sandy CLAY with root fibres. Gravel is 
fine to coarse.

SUMMARY OF SAMPLE DESCRIPTIONS

SAMPLE DESCRIPTION

ERS LAND REGENERATION 

CHAPELTOWN
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MOISTURE
TRIALPIT SAMPLE DEPTH CONTENT

(m) (%)

TP01 T 1.50 12

TP02 T 1.50 17

TP02 T 2.50 16

TP04 B 1.00 22

TP06 T 1.00 13

TP06 T 2.00 14

TP06 T 3.00 15

TP07 T 2.00 14

TP08 T 1.00 16

TP08 T 2.00 18

TP09 T 2.00 11

TP10 T 2.00 15

TP11 T 1.50 15

TP11 T 2.50 14

TP12 T 1.00 14

TP12 T 2.00 16

TP13 T 1.00 13

TP13 T 2.00 14

TP14 T 1.00 14

TP14 T 2.00 17

TP14 T 3.00 16

TP15 T 1.00 19

TP15 T 2.00 15

Tested in accordance with BS 1377: Part 2: 1990: Clause 3

SUMMARY OF MOISTURE CONTENT TEST RESULTS

ERS LAND REGENERATION 

CHAPELTOWN
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MOISTURE
TRIALPIT SAMPLE DEPTH CONTENT

(m) (%)

TP16 T 1.00 14

TP16 T 2.00 15

TP16 T 3.00 16

TP17 T 1.00 13

TP17 T 2.00 25

TP17 T 3.00 13

TP18 T 1.00 13

TP18 T 2.00 15

TP18 T 3.00 15

TP19 T 1.00 15

TP19 T 2.00 15

TP19 T 3.00 13

TP20 T 1.00 14

TP20 T 2.00 14

TP20 T 3.00 13

SA07 T 1.00 18

SA08 T 1.00 18

Tested in accordance with BS 1377: Part 2: 1990: Clause 3

SUMMARY OF MOISTURE CONTENT TEST RESULTS

ERS LAND REGENERATION 

CHAPELTOWN

Issue No.01 Page 14 of 162 Certificate Number 13/075 - 01



TRIALPIT SAMPLE DEPTH 
(m)

TP01 T 1.50 64 29 18 11

TP02 T 1.50 72 30 17 13

TP02 T 2.50 73 29 17 12

TP04 B 1.00 70 30 16 14

TP06 T 1.00 75 30 17 13

TP06 T 2.00 78 31 16 15

TP06 T 3.00 81 29 18 11

TP07 T 2.00 73 29 18 11

TP08 T 1.00 67 29 18 11

TP08 T 2.00 65 30 17 13

TP09 T 2.00 77 31 15 16

TP10 T 2.00 74 29 18 11

TP11 T 1.50 70 30 18 12

TP11 T 2.50 68 29 17 12

TP12 T 1.00 63 29 18 11

TP12 T 2.00 65 29 18 11

TP13 T 1.00 70 30 18 12

TP13 T 2.00 73 31 15 16

TP14 T 1.00 75 31 16 15

TP14 T 2.00 72 30 18 12

TP14 T 3.00 69 30 18 12

TP15 T 1.00 80 31 17 14

TP15 T 2.00 77 28 17 11

SUMMARY OF ATTERBERG LIMITS TEST RESULTS

All samples were washed on a 0.425mm test sieve prior to test.
All samples were tested in accordance with BS 1377 : Part 2 : 1990 Clause 4.4 , 5.3 and 5.4.

% PASSING 
0.425mm SIEVE

LIQUID 
LIMIT (%)

PLASTIC 
LIMIT (%)

PLASTICITY 
INDEX (%)

ERS LAND REGENERATION 
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TRIALPIT SAMPLE DEPTH 
(m)

TP16 T 1.00 70 30 17 13

TP16 T 2.00 76 31 17 14

TP16 T 3.00 64 28 18 10

TP17 T 1.00 72 30 18 12

TP17 T 2.00 81 31 16 15

TP17 T 3.00 74 29 18 11

TP18 T 1.00 80 31 16 15

TP18 T 2.00 75 32 16 16

TP18 T 3.00 82 30 17 13

TP19 T 1.00 81 29 16 13

TP19 T 2.00 72 30 18 12

TP19 T 3.00 69 30 17 13

TP20 T 1.00 80 29 17 12

TP20 T 2.00 73 30 18 12

TP20 T 3.00 82 31 16 15

SA07 T 1.00 76 30 17 13

SA08 T 1.00 73 31 19 12

SUMMARY OF ATTERBERG LIMITS TEST RESULTS

All samples were washed on a 0.425mm test sieve prior to test.
All samples were tested in accordance with BS 1377 : Part 2 : 1990 Clause 4.4 , 5.3 and 5.4.

% PASSING 
0.425mm SIEVE

LIQUID 
LIMIT (%)

PLASTIC 
LIMIT (%)

PLASTICITY 
INDEX (%)
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