
12 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

11 262mm 464mm 4.81mm 1 Fracture on end  Wales (Penrhyn) 

 



13 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

12 258mm 509mm 4.5mm 2 Delamination & 
chip by hole 

Wales (Penrhyn) 

 



14 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

13 239mm 465mm 4.5 – 5.4mm 2 Delamination  Wales (Penrhyn) 

 



15 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

14 314mm 465mm 4.52mm 4 Delamination 
around holes 

Spain (Galicia, 

Castile, and León 

areas) 

 

 



16 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

15 134mm 511mm 3.96mm 2  Delamination, 
oversized holes 

Spain (Galicia, 

Castile, and León 

areas) 

 

 



17 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

16 257mm 512mm 5.29mm 3 Delamination, 
fractured 

Spain (Galicia, 

Castile, and León 

areas) 

 

 



18 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

17 310mm 462mm 3.86mm 3  Delamination 
around 1 hole 

Spain (Galicia, 

Castile, and León 

areas) 

 

 



19 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

18 210mm 417mm 2.93 – 
3.57mm 

1  Delamination, 
split 

Spain (Galicia, 

Castile, and León 

areas) 

 

 



20 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

19 240mm 462mm 4.13mm 3 Delamination 
around holes 

Wales (Penrhyn) 

 



21 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

20 313mm 465mm 4.08mm 4 Delamination 
around 1 hole 

Wales (Penrhyn) 

 



22 
41 – 43 Hays Mew’s, Roof Slate Condition Report – 05.01.2024, Rev. 1.0 

 

21 313mm 257mm 4.49 2  Delamination 
around 2 holes 

Wales (Penrhyn) 

 




